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NOTE

1. Tie bars, dowel bars, and reinforcement are not shown in joint seal details,
see Revised Std Plan RSP P1, New Std Plan NSP P3, Revised Std Plan RSP P10,
Std Plan P35, Std Plan P45, or St+d Plan P46 as applicable.
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9.5 mm Joint Width |6.35 mm Joint Width | 6.35 mm Joint Width
LIQUID Type Al Type A2 Type B
SEALANT
MATERIAL DIMENSION DIMENSION DIMENSION
a b c d e
SILICONE 26 1 15 + 1 23 + 1 14 + 1 14 + 1
ASPHALT
RUBBER 30 £ 1 19 £ 1 26 =1 17 £ 1 17 £ 1
TABLE A
Sawn Joint Backer Rod Dimension Dimension
Width Diameter e ng
mm mm * 1 mm mm
25 33 22 55
22 30 20 50
19 25 19 44
16 22 18 40
13 17 16 33
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Retrofit Transverse and Longitudinal Joints
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RSP P20 DATED NOVEMBER 17, 2006 SUPERSEDES STANDARD PLAN P20
DATED JULY 1, 2004-PAGE 129 OF THE STANDARD PLANS BOOK DATED JULY 2004.
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